Genepol &

SRF — Solid recovered fuel

Plastic film 99% 0-100mm

Metals <1%

Glass 0,05%

Moisture 0,97%

Sulfur content 0,15% ms

Chlorine content 0,109% ms

Ash content 3,94% ms

Gross calorific value (GCV) 8850 Kcal/Kg Pressed bale

Net calorific value (NCV) 8310 Kcal/Kg
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